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Objectives 

The objectives of this program are to apply ground-based emul- 
sion polymerization reactor technology developed under NASA sponsor- 
ship to improve the production of: 1. monodisperse latex particles 
for calibration standards, chromatographic separation column pack- 
ing, and medical research; 2. commercial latexes such as those used 
for coatings, foams, and adhesives. 

Introduction and Backsround 

This project comprises a one-year collaborative effort of the 
Emulsion Polymers Institute of Lehigh University and Marshall Space 
Flight Center to design, fabricate, test, and operate two new polym- 
erization reactor designs and assess their potential for commercial 
development. 

Today, monodisperse latexes of 0.1-2 micrometer size are sold in 
the United States by at least four companies. These latexes are made 
by seeded emulsion polymerization, with the product of one polymeri- 
zation used as the seed for the next. This technique gives increas- 
ing amounts of coagulum with increasing particle size greater than 2 
micrometers, so that it is difficult to prepare these larger sizes. 
NASA-MSFC has sponsored the Lehigh program to produce large-parti- 
cle-size monodisperse latexes in space. The rationale for the prepa- 
ration in space was that the monomer-swollen particles would neither 
cream nor settle in microgravity and thus the agitation need be suf- 
ficient only to provide good heat transfer and mixing, resulting in 
decreased mechanical shear and hence reduced coagulum. This ration- 
ale was demonstrated unequivocally on Shuttle flights STS-3, STS-4, 
STS-6, STS-7, and STS-11: particles of 5-30 micrometers diameter and 
1.0-1.4% coefficients of variation were produced with negligible co- 
agulum, as compared with the 2-5% coefficients of variation of the 
corresponding ground-based latexes, which invariably contained large 
amounts of coagulum. The National Bureau of Standards has accepted 
the 10 micrometer STS-6 and the two 30 micrometer STS-11 latexes as 
Standard Reference Materials, to make them the first products made 
in space for sale on earth. This MSFC-Lehigh program has also been 
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successful in terms of: 1. the development, construction, and opera- 
tion of the MLR piston-cylinder reactors; 2 .  the development of la- 
boratory processing techniques; 3 .  the development and improvement 
of the ground-based polymerization recipes to produce particles up 
to 18 micrometers diameter with high monodispersity; 4 .  the demon- 
stration of a market for these products. 

The ground-based production of these large-particle-size mono- 
disperse latexes is of interest to prepare quantities sufficient for 
uses less demanding than calibration, e.g., chromatographic separa- 
tion column packing; however, the formation of coagulum remains a 
serious problem. In the early stages of polymerization, the soft, 
sticky monomer-swollen particles tend to cream, and increasing the 
agitation rate to offset this creaming causes more violent particle- 
particle collisions, resulting in flocculation and coagulation of 
the particles. A more-gentle-but-thorough method of agitation must 
be developed to produce these large-particle-size latexes on earth. 

The space and ground-based polymerizations in the M L R  100-ml 
piston-cylinder reactors showed that the formation of coagulum in 
monodisperse latexes was alleviated by the slow stirring rate and 
uniform mixing of the H-blade stirrer. Thus this reactor design can 
serve as the basis for scaleup of ground-based emulsion polymeriza- 
tions, not only of the large-particle-size monodisperse latexes, but 
also of commercial latexes of the types used for latex paints, paper 
coatings, carpet backing, nonwoven fabrics, and pressure-sensitive 
adhesives. For many years, these commercial latexes have been pro- 
duced in stirred-tank reactors with varying levels of coagulum, and 
few new reactor designs have been tried. Throughout this time, the 
formation of coagulum has remained a serious problem. Therefore, any 
new reactor design such as the piston-cylinder reactor which promis- 
es to alleviate the formation of coagulum should be evaluated. 

Another new reactor design which promises to alleviate the for- 
mation of coagulum is the rotating-cylinder reactor. Several years 
ago! D. M. Kornfeld (MSFC) proposed that ground-based emulsion poly- 
merizations could be carried out using a horizontally-mounted rotat- 
ing-cylinder reactor to simulate microgravity. This reactor design 
gives less mechanical shear during polymerization than the stirred- 
tank reactor. MSFC built a 235-m1 prototype rotating-cylinder reac- 
tor and used it to conduct polymerizations. Lehigh University used . 
this reactor to prepare monodisperse polystyrene latexes with diame- 
ters as large as 62 micrometers, one of the largest particle sizes 
prepared to date. The uniformity of these latexes was poorer than 
that of those made in space, possibly because of lower-quality seed 
latex and temperature gradients within the reactor; however, it is 
probable that the uniformity can be improved considerably. Commer- 
cial latexes of the types used for paints, paper coatings, carpet 
backing, nonwoven fabrics, and pressure-sensitive adhesives could 
also be produced in a rotating-cylinder reactor with minimal mechan- 
ical shear and hence less coagulum. The latter applications require 
consideration for scaleup of the rotating-cylinder and piston-cylin- 
der reactors to produce commercial volumes. 

Therefore, NASA sponsored the present program to design and con- 
struct three new two-liter polymerization reactors, two rotating-cy- 
linder reactors scaled up from the MSFC 235-m1 reactor and one pis- 
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ton-cylinder reactor scaled up from the MLR reactors, and to demon- 
strate the applicability of these reactors to produce on earth: 1. 
large-particle-size monodisperse latexes; 2. commercial latexes of 
the types used for coatings. 

The Quarterly Progress Report (February 20, 1986-May 20, 1987) 
described: 1. the Second Design Review held January 24, 1987; 2 .  the 
Third MCS, Inc. Monthly Progress Report, February 28, 1987; 3. the 
Third Design Review held March 21, 1987; 4 .  the Fourth MSC, Inc. 
Monthly Progress Report, March 31, 1987; 5 .  the Fourth Design Review 
including a discussion of the operational plan for selection of the 
vendors and construction of the reactor component parts held April 
6, 1987; 6. the Fifth MSC, Inc. Monthly Progress Report, April 30, 
1987; 7. the First Fabrication Review including a discussion of the 
detailed purchasing plan held May 11, 1987. 

Prowess 

During this quarter, Lehigh and MSC, Inc. further developed and 
revised the design of the reactors, developed plans for the procure- 
ment of the mechanical and electronic reactor parts, selected the 
vendors to supply these parts, ordered the parts from the selected 
vendors, and received most of the completed parts. 

The First Fabrication Review attended by F. A. Vicente, M. S. 
El-Aasser, and D. H. Nyby was held on May 11 to discuss the details 
of all of the drawings and to develop a detailed purchasing plan to 
optimize the expenditure of the project funds. The drawings were 
clarified and interpreted, and the parts lists were reviewed to fa- 
cilitate the ordering of parts to the drawings. It was decided to 
delay the fabrication of the electronic components until all of the 
requisite parts have been received. This meeting was summarized in 
the Sixth MSC, Inc. Monthly Progress Report of May 31 (Appendix A). 

As a result, the drawings of the mechanical parts were forwarded 
to the vendors with a request for bids. Once all of the bids were 
received, the vendors were selected and purchase orders were placed. 
The delivery dates for the mechanical parts were set for June 12, 
1987. Also, a preliminary list of the electronic parts was forwarded 
to the vendors with a request for bids. The final list of electronic 
parts was received from MSC, Inc. on June 9, 1987. This list was al- 
so forwarded to the vendors with a request for bids. Once all of the 
bids were received, the vendors were selected and purchase orders 
were placed. 

The Second Fabrication Review attended by F. A. Vicente, C .  G. 
Hunt, M. S. El-Aasser, D. H. Nyby, and J. W. Vanderhoff was held on 
June 29 to examine the mechanical parts received and coordinate the 
procurement of the remaining requisite mechanical and electronic 
parts. By this date, about 60% of the requisite mechanical parts had 
been received. The list of the remaining requisite parts was review- 
ed. It was decided to delay the fabrication of the electronic compo- 
nents until all of the requisite parts have been received. This mee- 
ting was summarized in the Seventh MSC, Inc. Monthly Progress Report 
of June 31 (Appendix B). 

The Third Fabrication Review attended by F. A. Vicente, M. S. 
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El-Aasser, E. D. Sudol, D. H. Nyby, and J. W. Vanderhoff was held on 
July 11 to examine the mechanical parts received and coordinate the 
procurement of the remaining requisite mechanical and electronic 
parts. BY this date, about 75% of the requisite mechanical parts had 
been received. The Fourth Fabrication Review attended by F. A. Vi- 
cente, E. D. Sudol, and D. H. Nyby was held on July 29 to examine 
the mechanical parts received and coordinate the procurement of the 
remaining requisite mechanical and electronic parts, and the Fifth 
Fabrication Review attended by F. A. Vicente, E. D. Sudol, and D. H. 
Nyby was held on July 30 to deal with the piston-cylinder problems 
described below. At the July 11 and 29 meetings, the list of the 
remaining requisite parts was reviewed. At the July 29 meeting, the 
electronic components and parts received were examined, and the 
procurement of the remaining requisite parts was reviewed. It was 
decided to delay the fabrication of the electronic components until 
all of the requisite parts have been received. These meetings were 
summarized in the Eighth MSC, Inc. Monthly Progress Report of July 
31 (Appendix C ) .  

At the July 11 and July 29 meetings, two problems became appar- 
ent: 1. the cylindrical insulation covers were thicker than speci- 
fied in the drawings: 2 .  the pistons did not fit the cylinders. 

twice 
the 0.125-inch thickness specified in the drawings. This increased 
thickness makes the part heavier than planned; however, it does not 
affect its performance except that a greater weight must be handled 
in the assembly and disassembly of the reactor and a heavier-duty 
drive moter may be required. Therefore, at the July 30 meeting, it 
was decided to delay the ordering of the drive motor until the reac- 
tor was assembled and the effect of the heavier cylindrical insula- 
tion cover was assessed more thoroughly. 

Also, it was found that the piston shaft did not fit into the 
LVDT housing assembly. Therefore, at the July 30 meeting, it was de- 
cided to: 

The cylindrical insulation covers were 0 .25  inches thick, 

1. Measure both the housing cylinder and the piston shaft: 
2 .  Machine the housing cylinder to provide a slip fit between the 

two parts: 
3. Repeat these steps for all three sets of matching components, if 

necessary, and tag the matching components: 
4 .  Measure the inside diameter of the machined housing cylinders 

and reallodine the machined part. 

This machining has now been completed. 

Originally, it was planned to apply a Teflon coating to the in- 
side wall of the cylinders to make the piston O-rings slip more ea- 
sily: however, .at the July 11 meeting, E. D. Sudol reported that si- 
milar Teflon wall coatings were abraded during polymerization exper- 
iments and that the latexes produced were contaminated with Teflon 
particles. Therefore, at the July 30 meeting, it was decided to hone 
and polish the inside cylinder walls to a #16, or possibly a #18, 
finish instead of having the Teflon coating applied. The honing and 
polishing would improve the slip of the piston O-rings but not as 
much as would the Teflon coating: however, if polished surface does 
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* not gi\= the requisite slip, the Tef,on coating will be applied. 

This honing and polishing has now been completed. 

The Sixth Fabrication Review attended by F. A. Vicente, E. D. 
Sudol, and D. H. Nyby was held on August 19 to examine the electron- 
ic parts received and begin the assembly of the electronic compo- 
nents. 

The first reactor, complete with the electronic components, is 
scheduled to be assembled on September 20. 

Financial 

Total Amount Contract NAS8-36286 

Total Expenditures through August 19, 1987 

Estimated Funds to Completion 

Anticipated Overrun 

$ 157368 

$ 132789 

$ 24579 

$ none 
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Lehigh University 
Emulsion Polymers Institute 
Francis MacDonald Sinclair 
Memorial Laboratory #7 
Bethlehem, Pa 18015 

Attn. Dr. J. W. Vanderhoff 
Director 

- -- - . .  - .. - 
31 May 1987 

'JUN 8 1987 

Dear Dr. Vanderhof f, 

This submission constitutes our sixth monthly progress 
report under Lehigh University's P.O. 025379, dated 18 
December 1.986. It covers the period from 30 April 1987 
through 31 May 1987. 

Technical 
Support to LU was given in regard to equipment/ parts 
acquisition. Clarification and interpretation of drawings 
and parts lists was given to permit and f.acilitate ordering 
of parts to the drawings. 

Programmatic 
A meeting was held at Lehigh U. on 11 M a y  1987 to discuss 
construction and 'parts acquisition. 

A n  invoice for the effort to date is attached. 

We are in receipt of the requested change order which 
authorizes us to continue support. We recognize that part 
of the effort (Electronics Fabrication) requires ordering 
and receipt of parts by LU. We will hold beginning 
construction until all the required electronic parts are 
avai lab1 e. 
If you have any questions please feel free to call (215) 
565-2947. 

,qf F.A.  Vicente 
President 
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APPENDIX B 

2171 DAVIS DRIVE 
MEDIA. PA 19063 Lehigh U n i v e r s i t y  30 J u n e  1987 

Emu 1 s i o n  Po 1 y m e r s  I n s t i t u t e  
Frmcis MacDonald S i n c l a i r  
Memorial L a b o r a t o r y  #7 
Bethlehem, P a  18015 

At tn .  D r .  J .  W Vanderhof f 
Director 

Dear D r .  V a x d e r h o f f ,  

T h i s  s u b m i s s i o n  c o n s t i t u t e s  our s even th  monthly p r o g r e s s  
r e p o r t  u n d e r  L e h i g h  U n i v e r s i t y ’ s  P.O. 025379, d a t e d  18 
Decernber 1986.  I t  c o v e r s  t h e  p e r i o d  from 31 May 1987 
through 30 June 1987. 

Technica l  
Support  t o  LU w a s  g i v e n  i n  regard t o  equipment/ parts 
a c q u i s i t i o n .  C l a r i f i c a t i o n  and i n t e r p r e t a t i o n  of d rawings  
and parts lists w a s  g i v e n  t o  p e r m i t  and f a c i l i t a t e  o r d e r i n g  
of parts t o  t h e  d rawings .  

. a  p r e l i m i n a r y  i n s p e c t i o n  of approximately 60% of t h e  
rnechzqical pzr ts  r e c e i v e d  a/O 29 June.  

I n  a d d i t i o n  suppor t  w a s  g i v e n  i n  

P rog r z r n m a t  i c 
A meeting w z s  h e l d  a t  Lehigh U .  on 29 June  1987 t o  d i s c u s s  
c o n s t r u c t i o n ,  parts a c q u i s i t i o n  and i n s p e c t  parts. Some 
parts appezred n o t  t o  be  cons t ruc t ed  .per ou r  drawings .  A 
meet ing  is s c h e d u l e d  f o r  11 J u l y  1987 t o  i n s p e c t  a l l  
mechznical D a r t s  r e c e i v e d  by LU a / o  t h a t  date and d e c i d e  
d i s p o s i t i o n .  

An i n v o i c e  f o r  t h e  e f f o r t  t o  d a t e  is a t t a c h e d .  

We c o n t i n u e  t o  h o l d  beginning c o n s t r u c t i o n  of  t h e  
e l ec t r i ca l  s / s  u n t i l  a l l  t h e  r e q u i r e d  e l e c t r o n i c  par t s  are  
a v a i l a b l e .  
If  you have any q u e s t i o n s  p l e a s e  f ee l  f ree  t o  c a l l  ( 2 1 5 )  
565-2947. 

c 

.$’ F. A .  Vicente  
P r e s i d e n t  
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Attn. Dr. J. W. Vanderhof f 
Director 

Dear Dr. Vanderhoff, 

This submission constitutes our eighth monthly progress 
report under Lehigh University’s P.O. 025379, dated 18 
December 1986.. It covers the period from 30 June 1987 
through 31 July 1987. 

Technical 
support to LU was continued in regard to equipment/ parts 
acquisition. Clarification and interpretation of drawings 

. and parts lists was given to permit arid facilitate orderin& 
_ . .  . of parts to the drawings. In addition.suppoctl.was -.given to . -  . 

. .. . an inspectian of :approximately 75%.-of -the-mechanical parts . .  
. -  

on 11 July. A followup inspection of other major parts w a s  
held on 29 July. 
It was found that all parts had been satisfactorily 
constructed except for the cylindrical insulation cover. 
This part was not constructed to the released drawing. A 
too thick (1/4 in.) cylinder was used and not machined down 
as called for in the draw-ing. This makes the part heavy. It 
does not currently affect the performance except for 
handling and possibly requiring a heavier duty drive motor. 
Consequently we recommended holding off purchasing the 
drive motor until assembly is complete and the impact 
assessed. 
The second difficulty encountered was with the piston. The 
piston shaft did not fit into the LVDT housing assembly. We 
recommend that both the housing and the piston be sent to 
the housing vendor with instructions to: 

1. measure both the housing cylinder and piston shaft 
2 .  machine the housing cylinder to provide a slip fit 

3. repeat for all three sets matching components if 

4.  measure the new housing cylinder I.D. and report it 

between the two 

necessary and tagging as appropriate 

to LU and reallodine the machined part. 

. .  

. .  .. . 
.. . . . .  _ - -  
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Based on t e c h n i c a l  d i s c u s s i o n s  w i t h  D r .  David Sudol on J u l y  
11, t h e  u s e  of t e f l o n  c o a t i n g  on t h e  c y l i n d e r  came i n t o  
ques t ion .  E v i d e n t l y  h e  h a s  encountered some con tamina t ion  
i n  r e c e n t  e x p e r i m e n t s  caused by t e f l o n  f o r  some of t h e  
r e a c t i o n s  you are p l a n n i n g  t o  under take .  We recommend t h a t  
a p o s s i b l e  avoidance of t h i s  be t o  p o l i s h  t h e  i n s i d e  of t h e  
c y l i n d e r  t o  a very h i g h  f i n i s h ,  namely 16 o r  bet ter  ( 8  
being b e t t e r  y e t ) .  T h i s  should improve t h e  s l i d i n g  of t h e  
“0” r i n g ,  a l t h o u g h  n o t  as much as u s i n g  t e f l o n .  If t h e  
p o l i s h i n g  t o  a h i g h  f i n i s h  does n o t  produce t h e  d e s i r e d  
r e s u l t  t e f l o n  cul always be added later.  

Programmatic 
A meet ing w a s  h e l d  a t  Lehigh U .  on 11 J u l y  1987 t o  d i s c u s s  
c o n s t r u c t i o n ,  parts a c q u i s i t i o n  and i n s p e c t  parts. Some 
parts appeared n o t  t o  be cons t ruc t ed  per our  drawings.  A 
recommendation as t o  c o u r s e  of a c t i o n  is d i s c u s s e d  above i n  
t h e  T e c h n i c a l  s e c t i o n .  

An i n v o i c e  f o r  t h e  e f f o r t  t o  d a t e  is  a t t a c h e d .  

. .  We c o n t i n u e  t o  h o l d  beginning c o n s t r u c t i o n  of t h e  
electrical  s/s u n t i l  a l l  t h e  r e q u i r e d  e l e c t r o n i c  parts are 
available. 

. . . . . . . . 
565-2947. 

S i n c e r e l y ,  

q d z -  F.A. Vicen te  

P r e s i d e n t  

. . .  
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